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reduces the unit weight of the mixtures. The decrease in unit weight of rubcrete is found to be 
negligible when rubber content is lower than 10–20% of the total aggregate volume. 

 

Fig.4. Bulk density of sand concrete as function of rubber waste content . 

3.3. Mechanicals strength 

The results of compressive and flexural strength of different sand concretes at 28 days of age are 
presented in Figure 5 and 6 respectably. The results displayed in Figure 5 and 6 show that 
compressive strengths of sand concrete decrease 15.7 % respectively for addition of 40% 
natural dune sand by rubber waste. Event thing in the case of the flexural strengths, which 
indicates that the addition of 40 % of the rubber waste in a sand concrete represents decrease 
the performances of new materials. This trend may be related to a poor adhesion between the 
surface of the rubber aggregate and binder paste which is likely to have contributed to such a 
strong decay of mechanical properties. Eldin and Senouci (1993) compared the use of rubber as 
coarse aggregates and the use of rubber chips as sand. The reductions of up to 85% of the 
compressive strength were observed when the coarse aggregate was replaced by rubber. A 
smaller reduction in compressive strength (65%) was observed when sand was replaced by 
crumb rubber. It was further observed that rubber-containing concrete did not exhibit brittle 
failure under compression. The strength reduction can be attributed both to a reduction of the 
quantity of the solid load-carrying material and to stress concentrations (tensile and 
compressive) in the paste at the boundaries of the rubber aggregate. 
 

 

Fig.5. Compressive strength of sand concrete as function of rubber waste content . 
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Abstract. The building envelope is the first barrier to protect against external climatic 
variations. Generally, it consists of two types of walls: opaque walls (walls and roof) and 
transparent walls (Windows). The design characteristics of the enclosure strongly affect the 
occupants' thermal comfort, as well as the building energy consumption. The constructive 
choices relating to structural elements, in particular, walls, roofing and openings are 
generally considered in the thermal exchanges between the building and its environment. In 
the present study, which is based on experimental analysis in the self-generated residential 
sector in Biskra (Algeria), where a warm and arid climate predominates, we aim to evaluate 
the thermal impact of certain architectural and constructive parameters that are specific to 
residential habitat self-produced in Biskra.  This paper summarizes the main results 
obtained from an in situ measurement campaign that evaluated the essential parameters of 
thermal comfort such as ambient and surface temperature, air velocity, and humidity. These 
parameters were used as indicators to measure the impact of the envelope material 
characteristics on its climatic adaptability. This paper also presents some recommendations 
for optimizing the choice of building materials specific to the self-produced residential in 
order to improve its thermal performance while preserving the essentials of its specificities. 

Key words: Construction materials, thermal comfort, Individual housing self-produced, hot and arid 
climate, Biskra.

1. Introduction 

In Algeria, there are several reasons for the evolution of the constructive system in the 
individual housing, in particular the appearance of new materials and construction techniques 
as well as new modes of architectural design. Unfortunately, this revolution in architectural 
practice has ignored the specificities of the climate context, which has led to a rupture between 
the framework and its environment and an abusive and irrational exploitation of the resources 
Energy. Thus, electricity consumption in the residential sector in Algeria represents 28% of the 
total consumption of electricity (APRUE, 2015). This consumption is essentially, intended to 
cover the needs of artificial lighting, heating and air conditioning (Figure. 1); it is experiencing a 
growing trend in particular for the residential sector (Figure.2). 

  

Fig. 1. Distribution of energy consumption by sector in 
Algeria (Source: APRUE, 2015). 

Fig. 2. Evolution of energy consumption by sector in tep 
(Source: APRUE, 2015). 
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Fig. 5: The outside envelope undergoes numerous aggressions of the local climate and the environment 

(source: Hauglustaine, 2006) 

4. Experimental study 

Our analytical work based on a survey in situ intended for the study of the structural and 
constructive parameters of the envelope influence on the thermal comfort. This one is measured 
from the ambient and surface temperature, the air speed, and the relative humidity. The 
measuring instrument TESTO was used to raise the variations of the previous three 
hygrothermal parameters while the surface temperature was measured with an infrared 
thermometer (figure. 6). The measures were made inside, outside of the room, and in various 
points, in particular the roof and the wall of facade (Figure.7). 

To select houses to be studied, it was necessary to perform a typo-morphological analysis. An 
important corpus of contemporary individual self-produced in Biskra was assembled. The 
houses were distributed in different planned subdivisions of the city and their choice was made 
according to the characteristics of the most recurring envelope (orientation, building materials, 
ratio of openings, number of levels ... etc.). In total, 15 variants of rooms were studied. 

The analysis of the climatic data of Biskra allowed us to determine the period of overheating, 
which is approximately one week from the end of July to the beginning of August. The recording 
of the measurements took place at two times of the day from 14 pm to 16 pm in the afternoon 
and from 9 am to 11 am in the morning.  

  

Fig. 6 : Measuring instrument TESTO and 
infrared thermometer 

Fig. 7: Position of measurement points in the room  
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In order to study the impact of the building materials used at the envelope level, several cases 
have been chosen. The sample includes 15 variants that illustrate the different constructive 
systems of exterior walls used in the Biskra (Table 1). In addition to the walls, two other 
parameters have been taken into account: the orientation and position of the room in the house 
is in the ground floor (unexposed roof, floor), or on the upper level (exposed roof, terrace).  

 
Table 1:  Distribution of the 15 variants of the studied pieces  

Distributions of the 15 variants of parts studied according to the construction material 

Walls in hollow 

perpend ( 2 

variants) 

Walls in full 

perpend ( 1 

variant) 

Walls simple brick-

built of 15cm (4 

variants in the 

floor) 

Walls brick-built double 

of 15cm X2 (2var. RDC, 

3var. R+1) 

Walls brick with blade 

of air (1var double. 

RDC, 2var. R+1) 

     

To illustrate the obtained results at the end of the campaign of measure, it was chosen to present 
some examples showing the parameters of thermal comfort (temperature, relative humidity, air 
velocity) measured in parts that differ according to Three parameters: the physical and 
constructive characteristics of the walls, the orientation and the type of roofing (floor or terrace) 
(Table 2). 

 
Table 2: Examples of results of the measures made in situ in rooms using various building materials for walls;  
 

 

Wall in hollow brick 

(17cm), located on 

the floor, orientation 

South 

  
 

Ambient temperature C ° 

 
Morning Afternoon 

Max Min Moy Max Min Moy 

Temp inside  35.2  34.6  34.8 39 36.8 38 

Temp outside 39.1 33.1 37.8 44 40 41.5 

Thermal gap 4 1.5 3  5 3.2 3.5 

Surface temperature C ° 

Temp surf insi wall 36.4  / 36.4 38.5  / 37.6 

Temp surf outs wall 40.6  / 40.1  46.9  / 45.6 

Thermal gap 4.2 / 3.7 8.4 / 8 

Temp surf insi roof 36.8 / 36.6 37.5  / 37.5 

Temp surf outs wall 42.6  / 42  41.6  / 41.2 

Thermal gap 5.8 / 5.4 4.1 / 3.7 

Relative Humidity % 

Humidity indoor 26.4 24.8 25.6 26.3 22.5 24.2 

Humidity outside 20.3 19.7 20 14 13 13.3 

 

Walls brick with 

blade of air  33cm  

located on the floor,  

orientation west  

 
 

Ambient temperature C ° 

 
Morning Afternoon 

Max Min Moy Max Min Moy 

Temp inside 41.3 33.3 32.5 36.6 34 36.3  

Temp outside 37.3 37.2 37 42.3 41 41.8 

       Thermal gap 4 3.9 4.5 5.7 5 5.5 

Surface temperature C ° 

Temp surf insi wall 37.7  / 37.6 38.5  / 38.1 

Temp surf outs wall 41.6  / 41.4 49  / 48.4 

Thermal gap 4 / 3.8 10.5 / 10.3 

Temp surf insi roof 38.4 / 38.1 39.6 / 39.3 

Temp surf outs wall 34.4  / 34.4 46.8  / 46.4 

Thermal gap 4 / 3.7 7.2 / 7.1 

Relative Humidity % 

Humidity indoor 25.9 24.7 25.4 20.6 20 20.3 

Humidity outside 21.8 20.6 21.2 13.9 13 13.3 
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Air speed m / s 

Air Speed inside   0,3  0 0,1  0,3   0 0,1  

Air Speed outside  1,3  0,3 0.6   1,9  0,5  1.2 
 

 

Air speed m / s 

Air Speed inside  0.5 0 0.2 0.3 0 0.1 

Air Speed outside  1 0.3 0.5 1.9 0.5 1.2 

 
 

Wall in hollow brick 

15+15 (32 cm), 

located on the floor, 

orientation North-

west 

 

 

 

Ambient temperature C ° 

 
Morning Afternoon 

Max Min Moy Max Min Moy 

Temp inside  35,3  35,3 35,3   38  37,6  37,8 

Temp outside  39,6  38 39,2   42,8 34,3  42,6  

Thermal gap 4.3 2.7 4 4.8 3.3 4.8 

Surface temperature C ° 

Temp surf insi wall 35  /  34.1 38,5   /  38 

Temp surf outs wall  38.3  / 36.5   45,5  /  44,7 

Thermal gap 3.3 / 2.4 7 / 6.7 

Temp surf insi roof 38,4 / 38,4 38,8  /  38,7 

Temp surf outs wall 35,8 / 34,7  47,5 / 47,1  

Thermal gap 2.6 / 3.7 8.7 / 8.4 

Relative Humidity % 

Humidity indoor 30,7  26,7 29  26,7  20  21,8  

Humidity outside  23,2  20,4 21,6  15,4  14,8   15,5 

Air speed m / s 

Air Speed inside    0,3 0  0,1 0,3   0  0 

Air Speed outside  1,9 0,3  0,7   0,5    0,3 
 

 

 

Walls in full 

perpend (20cm) 

located on the 

ground floor , 

orientation west 

 

 

Ambient temperature C °° 

 
Morning Afternoon 

Max Min Moy Max Min Moy 

Temp inside 37,4 37 37,1 40,3 40,1 40,2 

Temp outside 40 39 39,7 41.5 40,8 41 

       Thermal gap 2.6 2 2.6 1.2 0.7 0.8 

Surface temperature C ° 

Temp surf insi wall 36,4   /  37,1 42,1 / 41,7 

Temp surf outs wall  41,2  / 41  45,4 / 45 

Thermal gap 4.8 / 3.9 3.3 / 3.3 

Temp surf insi roof 37,1   /  37 44,7 / 44,3 

Temp surf outs wall  39,2  / 38,6  50,6 / 49 

Thermal gap 2.1 / 1.6 5.9 / 4.7 

Relative Humidity % 

Humidity indoor 31,1  24,2  26,1 21,4 19 19,6 

Humidity outside  21,8  21,6  21,7 19,4 17,5 18,2 

Air speed m / s 

Air Speed inside       0 0  0  0 0 0 

Air Speed outside  1,4  0,4  0,8  0,5 0 0,3 

 

Walls in hollow 

perpend  (22cm) 

located on the ground 

floor south-west 

orientation 
               

Ambient temperature C ° 

 

Morning Afternoon 

Max Min Moy Max Min Moy 

Temp inside 32,2 32 32,1 37,7 34,7 36,5 

Temp outside 34,8 34 34.3 41,1 38,4 37.5 

       Thermal gap 2.6 2 2.2 3.4 0.5 1 

Surface temperature C ° 

Temp surf insi wall 31,5 / 31,2 37,2 / 36.9 

Temp surf outs wall 35,8 / 35,4 45,7 / 45 

Thermal gap 4.3 / 4.2 8.5 / 8.1 

Relative Humidity % 

Humidity indoor 39,4 34,8 35,6 32,1 26,2 29,4 

Humidity outside 32,8 31,3 31,8 21,5 17,9 20 

Air speed m / s 

Air Speed inside  0.5 0 0,1 0,6 0,0 0,1 

Air Speed outside  2.1 0.3 1 2,6 0,3 1 
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5. Interpretation of the results 

5.1 Air temperature 

According to Bennadji (1999), the subtraction of the external average temperatures from those 
of the interior of the room allows to appreciate the temperature difference between the inside 
and the outside. In table 2, it is noted that there is a difference of 0.5 C ° to 2 C ° between these 
two temperatures in a house built in single wall (single partition). The maximum value of 
ambient temperature is recorded in houses built in hollow and full block; for these cases, the 
indoor temperature is in the order of 32 ° to 38 ° at the time when the outside temperature 
reaches the 40 °. This constructive choice is visibly inadequate for the warm and arid climate. 
For the rooms built on the floor the situation of discomfort is at its extreme, for example for a 
piece built in single 15 cm brick wall, the average temperature difference is in the order of 3 C ° 
to 3.5 C °. 

On the other hand, in the houses built in double partition, the temperature difference is more 
appreciable. As an example, for double brick walls of 15 cm, it is between 4 C ° to 4.5 C ° (the 
internal temperature reaches 23.5 C °, outside it is 26.5 C °). In the case of double walled walls 
with a blade of air, the thermal gap between the inside and outside is optimal in the order of 5 C 
to 5.5 C °. 

In conclusion, it appears that the highest indoor temperatures are recorded in simple walled 
rooms with low thermal resistance materials such as hollow and full block. On the other hand, 
the walls in double walls give more interesting results from the point of view of thermal comfort 
in the summer period. Note that the ambient temperatures measured are also dependent on 
other factors such as orientation and external climatic fluctuations. 
 

5.2. The relative humidity and the air speed 

When reading the results of the measurements, we can be said that the external relative 
humidity is low compared to the internal humidity, on the outside it usually varies between 15% 
and 19% and inside it is between 22% and 31%. These results can be explained by human 
metabolism vapor and domestic activities and also the lack of aeration in the house. 

According to Liebard (2005), the air velocity that does not exceed 0.2 m/s in the habitat has an 
influence on convective heat exchanges. However, with respect to the parts tested, the air 
velocity was very low not exceeding 0.1 m/s due to the lack of transverse ventilation. 
 

5.3. The values of the surface temperature 

According to Szokolay (2004), the temperature of the external surface has great effects on the 
internal thermal conditions; moreover, it varies with the clarity of the color and the velocity of 
the air in contact with the surface. Based on the results obtained, it appears that the 
temperatures of the internal surfaces are higher than the ambient temperature when the walls 
are exposed to solar radiation. Thus, the higher the external surface temperature increases due 
to the lack of shading and the lack of solar protections at the level of openings, the higher the 
ambient temperature rises in proportion to the external surface temperature. The temperature 
of the air and the surface temperature are therefore linked both by the amount of the incident 
solar radiation and also by the thermo-physical properties of the building materials, which 
retard the transfer of the heat inside. 
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6. Conclusions 

Through an experimental in situ study of a single-detached houses corpus in Biskra, the 
influence of the structural and constructive choices of the architectural envelope on the inner 
thermal comfort was examined. This experiment has shown that a judicious choice of materials 
can positively influence the inner thermal comfort, especially thanks to the thermo-physical 
properties of the materials that allow regulating heat exchanges between the building and its 
environment. The double-walled walls offer some advantages from the point of view of thermal 
comfort during the summer period. Moreover, the thermal operation of the enclosure can be 
optimized thanks to the integration of the solar protections according to the orientation of the 
façade. 
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Abstract. Plastic waste recycling for the development of new building materials, such as 
cementitious composites, appears to be one of the best solutions to get rid of this type of 
waste. This operation has many economic and ecological advantages. The present study 
proposes some solutions for the recovery of plastic waste from PET (polyethylene 
terephthalate) bottles in order to obtain, after heat treatment at 290 °C followed by step 
cooling, a light composite material (PET-siliceous sand) with a hardness close to that of 
natural rock. The structure of the material obtained is characterized first; then the effect of 
this composite, with different substitution rates of natural aggregate, on the behavior of an 
industrial screed is studied. Afterwards, some specific recommendations for the uses of this 
screed, and possibly of the composite itself, are given. Although the main effects of certain 
polymeric additives on the mechanical properties of mortars are known, the mechanisms 
that are responsible for these effects are not yet well understood. Techniques such FTIR, 
XRD, SEM and differential scanning calorimetry (DSC) are analytical tools that can be used 
for the characterization and expertise of this type of composites, particularly the industrial 
composite screeds. Results from the present article enabled us to state that the composition 
of the materials obtained remains qualitatively unchanged and that no chemical interaction 
was observed between the mineral species and the waste PET lightweight aggregate (WPLA) 
or the composite itself; in fact, no new compounds were formed. In addition, the differential 
scanning calorimetry (DSC) technique allowed us to conclude that the addition of WPLA has 
an influence on cement hydration. The thermo-mechanical characterization of WPLA made it 
possible to observe an excellent arrangement between the PET and siliceous sand. Therefore, 
the development of WPLA may be another solution for a number of applications in the field 
of eco-materials for construction and building. 

Key words: Green/eco composite; Recycled materials; PET polymer; WPLA (Waste PET Lightweight 
Aggregate); Microstructural analyses.  

1. Introduction 

In the field of construction, a screed is a mortar layer made of cement, resin or lime, applied on 
the ground and intended to flatten, level, come on a support and / or coat elements, such as a 
heating floor, and then to receive the upper layers, like tiles, a flexible floor, a floating or glued 
floor (Fiches Techniques G11, 2013). Depending on the design and method of execution, two 
different types of screeds may be mentioned, namely the adhering screeds, which are 
incorporated or attached, and the floating screeds. The use of polymer waste in building 
materials has been evolving for decades. Various kinds of screeds, composite mortars and 
concretes, plastic aggregates (Alfahdawi et al. 2016; Gu and Ozbakkaloglu, 2016) and composite 
aggregates WPLA (Akçaözoğlu et al. 2013; Choi et al. 2009; Zuccheratte et al. 2017) have been 
formulated so far. These new applications came to respond to specific demands expressed by 
building and civil engineering professionals, in particular for the acoustic and thermal comfort 
and durability.  
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The aim of the present work is to present the results of a first experimental study on the 
characterization of the structure obtained using IRTF, XRD, SEM techniques as well as thermal 
analysis techniques, such as DSC, for building elements, like screeds made of composite 
aggregates (PET- siliceous sand), which contain crushed PET waste. These composite aggregates 
are used as substitutes for natural aggregates in order to make an industrial composite screed. 
This represents an important contribution to sustainable development. Some optimal 
substitution proportions have been studied as well in order to determine the feasibility limits, 
unlike what has been undertaken in previous works (Alqahtani et al. 2014, 2017; Choi et al. 
2005, 2009; Zuccheratte et al. 2017). In general, the WPLA aggregate composites obtained seem 
to be inexpensive materials that could help solve some solid waste disposal problems, in 
addition to the energy gain they can generate.  

2. Experimental program 

2.1 Cement  

The type of cement used is Matine 42.5 CPJ CEM II/A, from Lafarge Cement Plant, based in Oggaz 
(North-West of Algeria). This cement has a fineness of 4500 cm2/g, absolute density of 3.09 
g/cm3 and average compressive strengths of 22 MPa at 2 days, and 48 MPa at 28 days. The 
chemical composition of cement, siliceous sand (Ss) and calcareous sand (Cs) as well as the 
mineralogical composition of clinker are given in Tables 1 and 2, respectively. 

Table 1. Elementary chemical composition of CPJ 42.5 cement, siliceous (SS) and calcareous (CS) sands, wt. % 

Oxides Cement SS Cs 

SiO2 17.40 83.29 11.76 
Al2O3 4.12 0.21 ‒ 
Fe2O3 2.97 0.45 0.91 
CaO 61.15 7.03 44.35 
MgO 1.16 4.2 ‒ 
K2O 0.66 ‒ ‒ 
SO3 2.46 ‒ ‒ 

Na2O 0.13 ‒ ‒ 
LOI 8.85 ‒ ‒ 
Cl- 0.017 ‒ ‒ 

CaCO3 ‒ 2.27 59.09 
CO2 ‒ 1.00 26 

LOI: loss on ignition. 

Table 2.  Mineralogical composition of clinker (%w) 

C3S C2S C3A C4AF 

64 15 8 12.16 

2.2 Thermomechanical protocol for the preparation of the composite aggregate WPLA 

(Waste PET Lightweight Aggregate)  

It is a combination of a natural element, i.e. silica sand, and upgraded waste PET bottles. Heat 
treatment followed by a stepwise cooling is required in order to have slices with hardness close 
to that of natural rock (Figure 1a). These fragments undergo an industrial grinding, giving 
different granular fractions; the one used in this study is 0/0.3 (Figure 1b). The chemical 
composition of silica sand used and the XRD analysis, MOP picture of WPLA microstructure are 
shown in Table 1 and Figures 1c.d, respectively. 
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2.3 Calcareous sand 

The calcareous sand (CS), which will be substituted by the composite aggregate WPLA 
throughout this study, is a calcium-silicate sand from SECH quarries of HASNAOUI Group, based 
at Sidi Ali Benyoub (Wilaya of Sidi Bel Abbes, Algeria). The chemical composition of the sand 
used, is shown in Table 1. 

  
(a) (b) 

 

 

(c) (d) 

Fig 1.  (a) Slices, (b) Granular fractions, (c) XRD spectrum and (d) Optical Microscope picture (4.8x) of the WPLA composite 
aggregate 

2.4 Test Methods 

It was Granular mixtures for the preparation of composite screed mortars were prepared from 
Matine cement, and four combinations were obtained by partial and total replacement of the 
starting silico-calcareous sand by 25%, 50%, 75% and 100% by weight of the WPLA composite 
aggregate previously prepared. For each formulation, the mixtures were prepared based on 
Standard ASTM C109-11 (2011), in order to fabricate specimens with dimensions 5 × 5 × 5 cm3. 
These mixtures were composed of one third of binder (cement) and two thirds of aggregates 
with respect to the overall weight. These aggregates are calcareous sand and WPLA. The water 
to cement (W/C) ratios used allowed for workability values between 85 and 105. The 
maneuverability of each type of the formulated mortars was measured according to Standard 
ASTM C 1437 (2001), using the spreading table test. The molds containing the samples were 
covered with a plastic film and stored in the maturation cabinet of the laboratory. After 24 
hours, the samples were unmolded and immersed in lime-saturated water (ASTM C511, 2006), 
for 28 days, at the temperature of 20 ± 2°C. The compression and flexural strengths of the 
samples were measured using a hydraulic press after 28 days (NFEN 196-1, 2005). 

The characterization of the previous materials, conserved in water, was carried out using 
various analytical techniques, such as the Differential Scanning Calorimetry (DSC) Thermal 
Analysis which was carried out in the laboratory of CHIALI Group, located in the industrial zone 
of the town of Sidi Bel Abbes. The apparatus used is a differential scanning calorimetric analyzer 
(DSC, NETZSCH DSC 200PC, with temperature rise ramps equal to 10 K / min, up to 600 °C, 
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under nitrogen flux).Test samples of mortar, composite, siliceous sand and PET were analyzed 
according to linear heating, starting from ambient temperature up to 600 °C, with a heating rate 
of 10 K/min. The analysis of the samples was carried out on an attenuated total reflection (ATR) 
patch, using a Spectrum One PerkinElmer FT-IR spectrometer. The FT-IR spectra were obtained 
by applying the FTIR-ATR infrared spectrometry technique to the samples for a few minutes. 
The SEM and XRD analyses were performed using a HITACHI TM-1000 apparatus and a Bruker 
D8 ADVANCE diffractometer (Cu-Kα), respectively. 

3. Results and discussion  

3.1 Interpretation of FTIR spectra of the composite aggregate and composite screed 

mortars 

The polymer PET is characterized by the presence of the following remarkable absorption bands 

(Figure 2a): 

- around 867.3 cm-1 (out-of-plane or para-disubstituted alternating cycle deformations), 

- near 1095.8 cm-1, due to the vibrations of the -CO- bond, 

- at 1577.9 cm-1 and 1616.1 cm-1, due to the vibration modes of the benzene ring, 

- around 1715.8 cm-1, due to the grouping -COO-, 

- at 2858.0 cm-1 and 2924.0 cm-1, characteristic of the bonds -CH2-, 

- Around 3002.2 cm-1, due to the valence vibrations CH of the benzene ring (Figure 2a). 

It is important to mention that the amount of the valorized polymer (PET) is much less than that 
of silica sand in the WPLA composite aggregate. This component (PET) is completely masked by 
the vibrations of the siliceous sand bonds. These vibrations are present in the spectrum of the 
WPLA composite (in Figure 2, presence of broad and intense absorption bands around 1200 cm-

1 1600 cm-1, and especially around 910 cm-1, which is characteristic of the Si-O bond of silica, 
Figure 2b).  

  

(a) (b) 

Fig 2. (a) Superposition of FTIR spectra of PET and composite aggregate, (b) FTIR spectra of siliceous sand. 

Figures 3 and 4 display the superposition of FTIR spectra of samples of PET, composite 
aggregate, WPLA0 and WPLA100. The spectra are distinguished by the presence of specific lines 
for PET, composite aggregate and WPLA100. It is found that the characteristic lines of the Waste 
PET Lightweight Aggregate (WPLA) correspond exactly to those observed on the WPLA100. The 
lines characterizing the PET are masked by those of the WPLA composite, as shown in Figure 4. 
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Fig 3. Superposition of the FTIR spectra of the samples 
WPLA0, WPLA100 and PET (Gouasmi et al. 2017). 

Fig 4. Superposition of the FTIR Spectra of the samples 
WPLA0, WPLA100 and composite aggregate. 

All the spectra obtained for the composites showed the same lines, more or less intense, 
depending on the WPLA composite aggregate content, as shown in Figure 5. In view of the high 
number of results, it was necessary to reduce the number of spectra relating to samples WPLA50 
and WPLA75. Moreover, it was found that there is no chemical interaction between the inorganic 
compounds and the organic molecules, and therefore no new compounds were formed. This 
corroborates the results previously reported by Benosman et al. (2012) and Zuccheratte et al. 
(2017). 

 
Fig 5. Superposition of the FTIR spectra of samples WPLA0, WPLA25 and WPLA100. 

3.2. Scanning Electron Microscopy (SEM) microstructural analysis  

The visualization of the microstructure of the PET-siliceous sand interface is illustrated in Figure 
6 (SEM photo). The thermomechanical preparation of the WPLA composite aggregates allowed 
having a good adhesion and an excellent arrangement between the plastic PET waste and 
siliceous sand, as shown in Figure 6.  

 
Fig 6. Microstructure of the PET- siliceous sand interface in the samples of the WPLA composite using SEM. 
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3.3. Differential scanning calorimetry (DSC) 

Some research (Kameche et al. 2009; NFT01-021, 1974; Platret and Deloye, 1994) has reported 
the identification, by thermal analysis techniques, such as DSC, ATD and ATG, of cement 
hydration products such as C-S-H gel, portlandite, ettringite, gypsum and calcite. Therefore, Silva 
et al. (2002) used the ATD analysis and showed the different changes resulting from the 
incorporation of Ethylene Vinyl Acetate (EVA) copolymer in composite materials. Similarly, 
Benosman et al. (2012) applied the ATD technique and reported the different alterations 
resulting from the addition of polyethylene terephthalate (PET). 

The DSC curve (Figure 7 a) relative to siliceous sand presents two peaks; one is endothermic, 
around 570 °C, and is due to the α-β phase transformation of quartz; the other one is exothermic 
and is found between 450 °C and 460 °C. Polyethylene terephthalate (PET) is characterized by 
the three: vitreous, crystalline and melting phases corresponding to the three temperatures of 
80 °C, 130 °C and 250 °C, respectively (Figure 7 b).  

 

(a) 

 

(b) 

Fig 7. DSC curves, with a heating rate of 10K/min, of: (a) siliceous sand, and (b) PET. 

 

The characterization of the WPLA composite by the DSC technique (Figure 8a) indicates the 
presence of PET, which is confirmed by the presence of an endothermic peak corresponding to 
the melting temperature around 250 °C and an intense exothermic peak between 460 °C and 
520 °C (this peak is also observed in the case of siliceous sand). 
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(a) 

 

(b) 

Fig 8. DSC curves, with a heating rate of 10K/min, of: (a) WPLA composite aggregate, and (b) WPLA0 stored in 
fresh water.  

The DSC curves, obtained for all tests, are typical for hydrated cement pastes (Figures 8b and 9). 
Five major endothermic reactions occurred, during the sample heating, as follows:  

- Between 30 and 105 °C: free water and some of the adsorbed water escaped from 
mortar. It was completely removed at 105 °C,  

- Between 100 and 200 °C: various dehydration stages of C-S-H and ettringite were 
observed, 

- At 140 °C: decomposition of gypsum CaSO4.2H2O, 

- Between 175 and 190 °C: hydration of calcium monocarboaluminate, 

- Between 470 and 500 °C: dehydration of portlandite Ca(OH)2. 
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 Fig 9. Differential Scanning Calorimetry (DSC) Thermal Analysis of WPLA50 immersed in water. 

The incorporation of the WPLA (PET-siliceous sand) composite into polyphase materials affects 
the DSC curve, as this can be seen in Figure 9. Peaks are observed:  

- Between 30 and 105 °C: free water and some of the adsorbed water escaped from 
mortar. It was completely removed at 105 °C, 

- Between 100 and 200 °C: various dehydration stages of C-S-H and ettringite were 
observed, 

- An exothermic peak was found at 130 °C; it characterizes the crystallization temperature 
T°c of PET, 

- Around 140 °C: decomposition of gypsum CaSO4.2H2O, probably concealed by the peak of 
crystallization temperature Tc° of PET, 

- Decrease in the intensity of the endothermic peak for the dehydration of calcium 
hydroxide ( 455 °C), 

- The melting temperature of PET was observed at 255 °C, 

- Significant changes were noted on the DSC curve, for temperatures above 500 °C (an 
exothermic shoulder was detected between 510 and 520 °C). This is certainly due to the 
presence of the WPLA composite, 

- An endothermic peak was found around 565 °C, surely resulting from the transformation 
of the structure from quartz α into quartz β, indicating the presence of siliceous sand. 

These results confirm those previously reported by Benosman et al. (2016). 

4. Conclusions 

On the basis of the above, the following conclusions can be drawn:  

- Analytical methods, such as FTIR, XRD, SEM and DSC, revealed that the composition of 
the materials studied remained qualitatively unchanged and that the chemical 
interactions between the mineral species and the WPLA aggregate or the composite itself 
did not lead to the formation of new compounds. As part of a first attempt to evaluate an 
unknown material, the FTIR spectrometry could provide a wealth of interesting 
information which was later confirmed by analytical means, better suited to the cases to 
be treated. 

- From the thermogravimetric studies previously carried out, the results of which are 
illustrated by the DSC curves, it can be concluded that the addition of the PET-based 
WPLA composite aggregate has an impact on the hydration of cement.  
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- The thermomechanical development of the WPLA composite aggregates enabled us to 
obtain a good adhesion and an excellent arrangement between the PET plastic waste and 
siliceous sand. A rough surface of the composite aggregate was obtained; it exhibited 
better adhesion and a larger contact area between the WPLA and the cementitious 
matrix (Gouasmi et al. 2015a). Thus, it can be said that the incorporation of PET lead to a 
densification of the cementitious matrix, and consequently a significant improvement in 
the durability of the material. 

The use of composite aggregates containing PET waste and siliceous sand in building materials 
seems to be feasible given the interesting results obtained during the analysis of their 
properties. Positive results have been obtained by the author (Gouasmi et al. 2015a,b, 2016) 
concerning the use of this composite aggregate in building materials. This study is certainly a 
valuable contribution to the PET waste recycling program and the reduction of pollution in 
order to preserve the environment. 
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Abstract.  Externally bonded reinforcement using Fiber Reinforced Polymer (FRP) is a good 
response to the concern represented by the need for rehabilitation of concrete structures. 
These techniques are more and more attractive because of their fast and low labour costs, 
very good strength to weight ratio, good fatigue properties, and non-corrosive 
characteristics of FRP. The present work is an experimental study investigating the 
mechanical behaviour under a uni-axial loading of short concrete columns reinforced by 
composite materials. These are constituted of glass fibers GFRP (bidirectional fabric of two 
surface densities 500 and 300 g/m2), carbon CFRP (unidirectional sheet of density per unit 
area of 230 g/m2) and polyester and epoxy resin respectively. The investigation aims at 
demonstrating the effectiveness of FRP reinforcement through highlighting the effect of 
thickness (FRP number of folds), the nature of the reinforcement (glass, carbon or Hybrid), 
and the orientation of the fibers. The axial lengths shortening along with the radial expansion 
are measured using the strain gauges glued to the outer surfaces of the composite jacket via 
a Wheatstone bridge. These measurements are saved to a PC through an acquisition card. 
The results obtained clearly show that the columns reinforced with CFRP folds allow an 
important increase in the compressive rupture stress in comparison with those reinforced 
with GFRP folds. The gains in compressive strength, in axial and in radial strains of the 
confined concrete with the different FRPs used are identified and quantified. It has further 
been demonstrated that the tested columns mechanisms depend strongly on the type of fiber 
reinforcements. 

Key words: Concrete columns reinforcement; uni-axial compression; FRP; Structure rehabilitation; Fiber 
orientations. 

1. Introduction 

The durability of reinforced concrete structures depends on their behavior in relation to the 
climatic and environmental conditions that exist in the environments in which they are 
constructed. These structures are often exposed to numerous physico-chemical aggressions 
which they must satisfy, during their period of use, all the functions for which they were 
designed. 

When they can no longer resist these aggressions, disorders appear in the concrete of these 
structures. These disorders are generally due to design flaws, poor implementation or accidental 
causes, but these disorders can be also due to non-compliance with quality standards in 
manufacturing by certain companies. These behaviors, if not rectified, undermine the durability, 
resistance and stability of the structures and can lead to their degradation and then their ruin 
(Ndzana Akongo, 2007). 

Fiber-reinforced polymer (FRP) structural composite technology appeared for the first time in 
the mid-1930s as an experimental boat hull made of glass fiber and polyester resin. From 
military applications in the 1940s to the manufacturing and industrial sectors in the 1950s, FRP 
composites have gradually become the preferred alternative to traditional repair techniques. 

mailto:bouchelaghem_h@yahoo.fr
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Their popularity was mainly due to their excellent strength-to-weight ratio and their superior 
strength, inherent in climatic conditions and the corrosive effects of salt media (MAPEI, 2015). 
Numerous research and practical projects have demonstrated the effectiveness of the 
rehabilitation technique of buildings and structures by bonding FRP elements used as external 
reinforcement (Lam, 2009; Karbhari, 2009; Karbhari, 2004; Mirmiran, 1997). 

An experimental and analytical study carried out by Tamuzs et al. (2007) on the deformability 
and concrete reinforcement by steel bars, compared with the properties of concrete specimens 
externally confined by FRP. They carried out experiments to estimate the participation of the 
steel bars reinforcement and the carbon/epoxy confinement of the concrete cylinders. 

The effect of composite confinement architectures (E glass /Vinylester and carbon/epoxy) on 
the effectiveness of concrete columns reinforcement of the wrapped and then subjected to 
compression loading was investigated experimentally by Zhang et al. (2000). Moreover, these 
authors proposed evaluating the efficiency of each individual system by a cost index. 

Shehata et al. (2002) carried out 54 tests on short columns to determine the strength and 
ductility gains of the concrete columns by covering them with carbon FRP sheets. Equations 
have been proposed to calculate the strength of the confined concrete and its ultimate specific 
deformation as a function of the lateral confinement stress. 

The present work is an experimental investigation carried out on a series of cylindrical columns 
of concrete subjected to uni-axial compression. Two types of composite material confinement 
are used (GFRP and CFRP) and six stacks are made (see Table 1). 

The aim of this study is to highlight the effectiveness of the reinforcement by FRP through the 
study of the influence of the envelope FRP staking sequence and the type of reinforcement (glass 
or carbon fiber) on the confined columns structural behavior. The strength, axial and radial 
strains gains are evaluated and analyzed, with identification of the failure and damage modes of 
the reinforced specimens. 

Table 1. Specimen’s classifications. 

Description Stack Description Stack 

Concrete Pilot not confined  T500 3tr_T500 
C2 (02/902) H1 2tr_H_t500 t300 
C4 (902/02) H2 2tr_H_t300 t500 

  H3 2tr_H_T-Mat 

2. Material study and experimental protocol 

2.1. Concrete columns preparations 

The concrete cylinders specimens having a size of 16 × 32 cm are prepared by a series of 50 
samples by a company with a concrete plant (GESI-BAT, Algeria), thus obtaining the more or less 
uniform specimens. After 28 days, the surfaces of the concrete cylindrical specimens are 
brushed in order to obtain a rough and clean surface.  

In other words, the purpose of the surface preparation of the concrete is to remove any surface 
traces of oil, grease, formwork and other soiling in order to achieve a clean surface able to 
receive the resin. The cylindrical surfaces ends are ground with a stone to ensure the flatness of 
the contact surfaces and their perpendicularity to the cylindrical one. 

2.2. FRP external confinement 

The technical adopted in this work for confining the specimens by FRP layers is the direct in-situ 
stratification technique. Two types of resins are used for two different reinforcements, the first 
one is a polyester resin used for both types of bi-directional fabrics (T500) and (T300) and the 
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Mat (M300) made of glass fibers (T, H1, H2 and H3). However, the second is SIKADUR 330 epoxy 
resin used for a SIKA WRAP HEX 230 C carbon fiber unidirectional sheet for C2 and C4 
confinements (Fig. 1). 

 

Fig 1. Different types of reinforcements used. 

2.3. Compression test 

In order to evaluate the behaviour of wrapped concrete columns a strain gauges are glued to the 
center of each specimen vertically and horizontally. These strain gauges measure axial 
shortening and radial expansion using a Wheatstone bridge. The specimens loading must be 
carried out without shock and continuously at a constant speed throughout the test. 

2.4. Preparation of the polyester resin 

The polyester resin used consists of three components (the resin, the hardener and the 
accelerator. Their preparation is easy, the desired quantity of the resin is put into a plastic bowl 
and then 1.5% of hardener is added and then mixed until a pink color is obtained, and finally 1 
% of the accelerator is added and mixed again until the mixture becomes dark green, so the resin 
is ready to be used. 

2.5. Preparation of the epoxy resin 

The epoxy resin SIKADUR 330 consists of two components, resin and hardener (Fig. 2), which 
must be mixed shortly before application. The proportion by mass of the hardener represents 
25% of the mass of the resin according to the recommendations of the supplier. The mixing was 
carried out for about three minutes until complete disappearance of the color streaks and 
obtaining a homogeneous mixture. 

 

Fig 2. Components of the epoxy resin used. 

2.6. Specimens FRP wrapping 

Two types of reinforcement are used, Glass fiber reinforced polymer (GFRP), and CFRP (Carbon 
fiber reinforced polymer). The fabric reinforcing bands (glass or carbon fibers) were measured 
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and then cut with a cutter and a metal ruler. The length of the confinement bands fold 
correspond to the perimeter (for a layer) or to n times for n layers. In addition, the outer layer is 
extended (overlapping in the longitudinal direction of the fibers) in order to ensure a ¼-
perimeter overlap which allows the full strength of the fibers to be developed without slipping 
or peeling the composite layer (Fig. 3). 

The main advantage of dry fabric reinforcement is easy handling on site, without any heavy 
equipment to move. This technique allows in particular a perfect follow-up of the shape of the 
reinforced structure. 

 

Fig 3. Column wrapped models. 

2.7. Testing machine and instruments  

The simple compression tests were carried out with a constant loading speed until rupture in 
accordance with ASTM C39 / C39M-9a, using a hydraulic press with a capacity of 3000 kN 
"CONTROLS Model 50-C55G2/ " equipped with a DIGIMAX PLUS (Fig. 4). The data are 
transmitted to the automatic acquisition system via an interface. The tests are carried out within 
the Laboratory of Civil and Hydraulic Engineering (LGCH) of the University 08 May 1945 of 
Guelma. 

 

Fig 4. Testing machine and Wheatstone bridge. 

3. Results and discussions 

3.1. GFRP wrapped specimens effects 

The experimental tests results are graphically presented in the form of stress/strain curves in 
FIG. 5. The curves of the stresses are plotted as a function of the axial and radial strains in the 
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same reference frame. Typically, these curves have an initial slope which follows that of the 
control concrete up to a point of inflection, followed by a zone of great plastic deformation. 
While, the second slope in the plastic area is much lower than the first. This characterizes the 
contribution of the reinforcement which depends on the orientation and the nature of the fibers 
of the composite envelope. 

The curves show the effect of the stacking sequence on the structural behavior of the confined 
specimens compared to that of the control concrete subjected to compression loading. 

The analysis of the results obtained shows that the specimens wrapped by T500 or H3 gives an 
increase of 65 and 60% in the resistance respectively. Whereas, the hybrids H1 and H2 having 
the ultimate stresses equal to 39 and 37 MPa respectively, thus allowing an improvements of 43 
and 41% respectively (Table 2). 

 

Fig 5. Stress/strain behavior of stacks in GFRP. 

3.2. CFRP wrapped specimens effects 

The mechanical behavior of columns confined by envelopes constituted by four CFRP plies 
having a staking sequence of C2 (02/902) and C4 (902/02) are illustrated in Fig. 6. The confined 
columns are subjected to repetitive uniaxial compression loading until their final failure (i.e. 
until obtaining the load failure lower than the one of the control concrete). 

The stress/strain curves of specimens wrapped by CFRP (02/902) and (902/02) respectively 
show that the C2 resists up to seven loads whereas, C4 resists only two loads (Figs. 6 and 7). The 
comparison of C2 and C4 for the first two loads showed bilinear behavior (Fig. 7). C2 lead to 
have the best ultimate load capacity at the second loading where the stress reached 61.41 MPa, 
i.e. an increase of 136% compared to the control concrete. However, C4 present the best 
behavior from the point of view of repetitive loading with a maximum stress of 49.9 MPa 
obtained during the third loading to an increase of 89 %. 

The analysis of the C4 strains for the two loadings showed that the obtained axial and radial 
strains are practically identical and increase by (356%) and (1252%) respectively compared to 
the ones obtained for the control concrete. However, for C2, the axial and radial strains gains 
obtained are lower than those found for C4 and the both are equal to 23% (Table 2). In general, 
the two stacking sequences of the CFRP composite used for the confinement of the columns 
show a high performance compared to the GFRP composite studied. This is in good agreement 
with previous works of Bouchelaghem et al. (2011 a,b). 
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Fig 6. Stress/strain behavior of the repeated loading of the column wrapped by C2 (02/902). 

 

Fig 7. Comparison between the stress/strain behavior, first and second loading, of C2 (02/902) and C4 
(902/02). 

Table 2. Mean values of the test results of confined columns.. 

Config.de confin. Fmax (kN) f'c (MPa) 
f'cc  

(MPa) 
f'cc/f'co Ɛcc % Ɛcc/Ɛco Ɛr, rup % 

Ɛr, 

rup/Ɛro 

Concrete control 530.45 

26.39 

26.39 1.00 89.0 1.00 0.92 1.00 

T 909.44 43.74 1.65 8.42 8.59 10.65 11.57 

H1 759.27 37.83 1.43 1.74 1.77 8.75 9.51 

H2 757.90 37.41 1.41 1.84 1.87 5.43 5.90 

H3 858.72 42.30 1.60 8.21 8.37 13.39 14.55 

C2 829.50 41.66 1.57 1.15 1.23 1.21 1.23 

C4 1137.77 56.35 2.13 3.71 3.78 3.83 4.16 

f’cc: axial compressive strength of confined concrete; Ɛcc, Ɛr,rup: axial and radial deformations respectively9 
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3.3. Failure modes of the columns confined by CFRP and GFRP 

The Fig. 8 shows the fractures of the specimens confined by GFRP and CFRP. In the case of GFRP 
the damage is initiated by local delaminations between the FRP envelope and the concrete which 
results in a change of color noted on the photos (the most damaged areas change its color and 
become white due to the delamination). Then, a crack growth is obtained in the directions of the 
fibers (horizontal and vertical), whereas the total failure of the composite jacket is obtained by a 
dominate crack which occur in the vertical direction (i.e. in the direction of loading). 

The damage are located in the lower parts of the columns confined by the C4 (902/02) envelopes 
having the layer oriented at 0 in contact with the concrete. However, the cracks and breaks 
observed are located in the upper parts for the columns confined by C2 (02/902) envelopes 
having the layer oriented at 90 in contact with the concrete. 

      

Fig 8. Failure facies of the columns confined by the envelopes: a) GFRP T500, H1, H2, H3 and control concrete, 
b) CFRP (02/902) and (902/02). 

Columns confined by FRPC envelopes are generally characterized by fragile fracture obtained by 
explosion or brutal of the composite jacket; as is the case with stacking C4 (902/02) and (02/902). 
These phenomena are caused not only by the high strength of the carbon fibers but also by the 
rigid confinement due to a large number of folds (four plies) and their orientations. Indeed, the 
fibres oriented at 0 are subjected to the tensile loading due to swelling of the test specimens 
during loading, while, the one oriented at 90 are loaded at compression. 

The use of GFRP composite materials in the repair and/or reinforcement of concrete structural 
elements (short columns), subjected to uni-axial compression have an acceptable efficiency in 
strength, axial and radial strains compared to those confined by CFRP. The Fig. 9 clarifies the 
effectiveness of this technique and shows well the gains and increases obtained for each system. 

 

Fig. 9. Effectiveness of concrete reinforcement by FRP in terms of stresses axial and radial strains. 
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4. Conclusions 

According to the study of externally wrapped concrete columns subjected to uni-axial 
compression loading the main conclusions are: 

• The columns confined by the GFRP and CFRP composite subjected to a repetitive 
loadings, showed a more rigid compared to the concrete control; 

• The best gains in axial and radial strains are equal to 356% and 1252% respectively 
obtained for the column wrapped by C4 (902/02). While, for C2 (02/902), the axial and radial 
strains gains obtained are for the both only 23%; 

• The study of the columns confined by the hybrids adopted H1, H2 and H3 showed that 
their stress/strain behaviors follow the first folds i.e. the layers in direct contact with the 
concrete; however, their failure mode damage types follow the one of the external folds; 

• Fractures of columns confined by CFRPs are marked by a brutal rupture of carbon fibers. 
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Abstract. Composites mortars based on plastic aggregates are often considered as an 
innovative materials of the future because of their potential and the advantages they present.  
In this paper, a comparative study was carried out on the effect of magnesium sulfate MgSO4 
(5%) attack on the durability of composite mortars modified by recycled polyethylene 
terephthalate (PET). Laboratory tests were accomplished on limestone sand and cement 
mortars where the blended Portland cement was partially replaced by various volume 
fractions of PET plastic aggregates. Mechanical properties measured on specimens were 
used to assess the changes in the compressive strengths of PET-mortar composites exposed 
to MgSO4 attack at different ages, mainly the Young modulus of elasticity. Based on 
experimental compressive tests on selected specimens and there densities, the evolution of 
static Young modulus of elasticity has been discussed in accordance to predicted models 
proposed by (ACI-318) and (BS-8110) codes of practice. In addition, a comparative analysis 
has been carried out for corrosion resistance coefficients K of referenced mortar to those 
modified with plastic aggregates. It can be noted that, the corrosion resistance coefficients 
decrease as much as composite specimens are exposed to MgSO4 corrosive medium. For the 
case of modified composites, the values of K based on predicted Young modulus before and 
after immersion are better than the ones calculated for the unmodified mortar. Therefore, 
ACI 318 prediction model is recommended code for design and investigation works related 
to reparation mortars, screeds, pavements…etc. Also, it can be concluded that adding PET 
plastic aggregates by volume to blend Portland cement act to improve the corrosive 
resistance of this cement against MgSO4 aggressive medium. 

Key words: Recycled polymer aggregates, Composite mortars, MgSO4 Solutions, Mechanical properties, 
Sustainable materials.  

1. Introduction 

In the recent previous decades, polyethylene terephthalate (PET) is produced within large 
amount in industrial countries (planetoscope, html) and since waste PET is not biodegradable, 
then, it can remain in nature for hundreds of years and causes too many ecological problems.  

Several research works were carried out recently by too many authors in the field of material 
science applied to building industries, such as (Alfahdawi et al. 2016; Benosman, 2013; Gu and 
Ozbakkaloglu, 2016; Rahmani et al. 2013; Sharma and Bansal, 2016) in order to find ecologic 
and green ways to dispose and recycle polymer wastes.  

One of the main proposed technics by researchers is to introduce PET in the technology 
construction materials by substituting volumetric amount of cement (Benosman et al. 2017a) 
and/or aggregates (Azhdarpour et al. 2016; Hannawi et al. 2010; Zuccheratte et al. 2017) in 
concrete and mortars mix-design.  

mailto:kazitani_nabil@yahoo.fr
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In this paper, the influence of magnesium sulfate attack on the durability of composites 
produced with waste polyethylene terephthalate (PET) is studied. Experiments were 
accomplished on cement mortars and limestone sand where the blended Portland cement was 
partially replaced by various volumetric fractions of PET particles (6%, 12% and 17%v).  

Test solution used to provide the sulfate attack was 5% of MgSO4 solution. Tap water was used 
as the control medium. Compressive strengths measured on specimens were used to assess the 
changes in the mechanical properties of modified mortars subjected to MgSO4 attack at different 
ages, mainly the Young modulus of elasticity. 

2. Raw materials 

2.1. Cement 

The cement used was a blended Portland cement type CPJ-CEM II/A42.5 supplied by Zahana 
factory, located in western Algeria, with 1022 kg/m3 bulk density; its compressive strength at 28 
days was 42.5 MPa. The absolute density of the cement used was 3.15 g/cm3 and its specific 
surface area measured with the Blaine method was 3532 cm2/g. Its initial and final setting times 
were 170 and 245 min, respectively. Mineralogical and chemical compositions of cement are 
listed in Table 1. The chemical composition was obtained using an X-ray fluorescence 
spectrometer. 

Table 1. The chemical and mineralogical compositions of cement (wt.%) 
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 SiO2 20.91 

Al2O3 5.52 

Fe2O3 3.56 

CaO 63.50 

MgO 0.64 

SO3 2.79 

K2O 1.23 

Na2O 0.13 

CaO free 2.35 

LOI 1.19 
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C3S 49.39 

C2S 22.97 

C3A 8.61 

C4AF 10.83 

2.2. Sand 

The crushed natural limestone sand was obtained from the quarry of Kristel, in Oran, West 
Algeria. The maximum size of sand grains was 5 mm. The absolute density and absorption 
coefficient of crushed sand were 2.53 g/cm3 and 0.5%, respectively. The grading of crushed sand 
is presented in Table 2, according to standard NF P18-560 (AFNOR, 1990). 

2.3. Waste Polyethylene Terephthalate 

Waste PET bottle granules (PET) used as particles were supplied by TRAMAPLAST PET Bottle 
Plant, in Tlemcen, Algeria. These particles were obtained by collecting the waste PET bottles and 
washing them; they are then crushed by granules into machines. In addition, they have an 
irregular shape and a rough texture surface, which enables the adherence of the particle-matrix. 
The bulk density of the WPET particles used was 401.4 kg/m3. 
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After preliminary tests, PET particles of size lower than 1 mm were used in this study. The sieve 
analysis of PET particles was carried out according to standard NF P18-560 (AFNOR, 1990) and 
is presented in Table 2. 

Table 2. The sieve analysis of waste PET-Particles and crushed limestone sand 

Sieve size (mm) 
Cumulative passing (%) 

PET  Sand 

5 99.92 99.83 
2.5 98.16 98.37 

1.25 96.82 65.37 
0.63 55.78 38.3 

0.315 35.48 19.07 
0.16 18.28 8.20 

0.125 9.56 3.325 

3. Composite mixing conditions 

The mortar manufactured without WPET particles was first optimized on the basis of its 
mechanical criteria and was then used as a reference composite. The composites containing PET 
particles were produced in accordance with the results of the works of Benosman et al. (2017b). 
A massic ratio of 3 between sand (S) and cement (C) was respected. Four different mixtures 
were prepared (the control mixtures without plastic waste and three PET# mixtures including 
6%, 12% and 17% waste PET particles by volume). Mixture name of the different composites 
were: PET0 (without plastic waste), PET6, PET12 and PET17. The water to binder ratio was kept 
constant at 0.5. So, after pouring fresh material into the molds (EN 196-1, 2005), the samples 
were stored in a room where hygrometry and temperature were controlled for 24 h (98% 
relative humidity, and 20 ± 1 °C). After removal from the molds, at 1 day of age, mortar 
specimens were cured in saturated lime water at 20 ± 1 °C, until the time of testing. 

4. Test methods of resistance to MgSO4 attack 

The mortar specimens were cured in water saturated with lime at 20 ± 1°C for 28 days before 
being exposed to sulfate attack. Three specimens of each mortar and composite mixes 
(40x40x160 mm3) were immersed in two types of solutions: fresh water (reference medium) 
and 5% magnesium sulfate (MgSO4), Figure 1. According to the standard ASTM C1012-04 
(2004), the pH of the sulfate solution should be between 6 and 8 and the solution must be 
renewed each week, which requires huge amounts of magnesium sulfate. 

 

Fig 1. Immersion of the specimens in the aggressive solution 

For this, Mehta’s method (1975) and that of Siad et al. (2013) were adopted; they all recommend 
the control of the pH within a range of 6.0–8.0 by adding a suitable amount of sulfuric acid 
solution (0.1N H2SO4), Figure 2. The correction is performed daily during the first weeks of 
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immersion, and then becomes weekly, for the rest of the test. In addition, the aggressive 
solutions were totally renewed each 12 weeks. After immersion in magnesium sulfate solution 
(MgSO4) for the required period of time, ASTM C1012-04 (2004), the specimens were tested for 
residual mechanical properties. The Young modulus loss (YML%) is calculated as follows:  

100(%) 



cr

cscr

E

EE
YML

                                                                      

(1) 

Where Ecr is the Young modulus of the specimens before immersion (MPa) and Ecs is the average 
Young modulus of the specimens after immersion in magnesium sulfate solutions for the 
required period of time (180 days). 

 

Fig 2. Correction of the sulfate solution by adding small quantities of 0.1N H2SO4, up to a pH equal to 6-8. 

5. Results and discussion 

5.1. Prediction models of Mechanical Properties 

The static modulus of elasticity E (Young Modulus) represents the one of the most important 
mechanical characteristics of construction materials (Concrete, Reinforced concrete, mortars, 
composites …etc). This intrinsic property is considering as the basic parameter for the 
computing strain-stresses in construction structures. Various countries have been established 
their design codes based on this empirical relationship between static modulus of elasticity E, 
and compressive strength of plain concrete at 28 days of curing. The ACI code (ACI-318, 2005) 
defines the relationship between elastic modulus of concrete and compressive strength as: 

         Ec = w1.5 0.0043 f 0.5                                                                                                       (2) 

The British Code of practice (BS-8110, 1997) recommends the following expression for static 
modulus of elasticity with cube compressive strength of concrete as: 

        Ec = w² 0.0017 fc0.33                                                                                                        (3) 

Where, Ec represents the static modulus of elasticity at 28 days in MPa 

             fc : Compressive strength at 28 days in MPa 

             w : Air dry density of mortar 

Based on experimental compressive tests on PET-Mortar composite specimens (Benosman et al. 
2013), and there densities, graphs in (Figures 3, 4) bellow show the evolution of Young modulus 
evaluated by empirical relationships in accordance to (ACI-318) and (BS-8110) codes.  

The results of the Young modulus loss using the specimens immersed in 5% MgSO4 solutions 
(Figure 5) showed that there are variations in time and group. However, a decrease in Young 
Modulus values of all specimens was observed when Young Modulus of elasticity is computed 
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via ACI-318 model.  It was expected that the mechanical properties loss (YML%) values of 
modified mortars with PET plastic particles would be lower than those of unmodified mortar 
PET0, by 16.84%, 21.35% and 18.40% for PET6, PET12 and PET17, respectively for the case 
where the prediction model is BS-8110 and respectively by 12.00%, 18.30% and 13.40% when 
Young Modulus of elasticity is computed via ACI-318 model. It can therefore be concluded that 
modified mortars by PET plastic particles are resistant to the magnesium sulfate aggressive 
exposure conditions often encountered in the field. 

 

 

Fig 3. Evolution of Young modulus with volumetric PET rate and composite mortar ages via ACI-318 code 
before and after MgSO4 attacks 

 

 

Fig 4. Evolution of Young modulus with volumetric PET rate and composite mortar ages via BS-8110 code 
before and after MgSO4 attacks 
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Fig 5. Young modulus loss (YML%) with volumetric PET rate and prediction codes (BS-8110 & ACI-318) before 
and after MgSO4 immersion 

5.2. Corrosion magnesium sulfate resistance 

Furthermore, to compare, effectively, the corrosion resistance coefficients K of unmodified 
mortar (Eq. 4) to those modified with PET particles, as it was used by Benosman et al. (2017b) 
and Jiang et al. (2004): 

    K = Eci / Ecs                                                                                            (4) 

Where Eci is the Young modulus of composite mortars immersed in corrosive magnesium 
sulfate solutions, Ecs the Young modulus of the normally cured composite mortars.  

The corrosion resistance coefficients of the specimens with and without PET plastic are given in 
Table 3. It can be seen from Table 3 that, for the composite immersed in a corrosive MgSO4 
solution, the corrosion resistance coefficients decrease with the increase of the immersion 
period. The corrosion sulfate resistance K based on Young modulus before and after immersion 
of PET-mortar composites is better than that of the control mortar (PET0). 

Table 3. The corrosion resistance coefficients of PET-mortar composites in 5% MgSO4 

MgSO4 

Attacks 

K (BS.8110) K (ACI.318) 

90 Days 180 Days 90 days 180 Days 

PET0 0.832 0.787 0.858 0.820 

PET6 0.897 0.832 0.935 0.880 

PET12 0.836 0.786 0.859 0.817 

PET17 0.864 0.816 0.910 0.866 

For all studied cases, corrosion resistance coefficients K computed via ACI 318 are slightly 
higher than the ones evaluated by BS.8118 code of practice. Therefore, in order to obtain a safe 
design using PET-Modified mortar, ACI 318 is the recommended code for design and 
investigation Issues. Also, it can be concluded that adding PET by volume fractions to blended 
Portland cement renders this cement more resistant to the magnesium sulfate aggressive 
medium. (Miletic, 1999) reported that the resistance of cement to sulfate aggression is also 
related to its content in C3A.  
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 Consequently, using PET as cement substitutes reduces the energy consumption, 
contributes to save natural environment by reducing CO2 emissions and is used to repair various 
reinforced concrete structures in magnesium sulfatic aggressive mediums.  

 Finally, the obtained results are in accordance with the ones reported by Alqahtani et al. 
(2017) which stated that recovering plastic waste would reduce the CO2 emissions by 3.8 million 
tons. The advantages of durability properties of modified mortar exposed to MgSO4 attacks 
indicate longer life of the repaired structures by using this type of green composite repair 
materials. 

6. Conclusions 

The main conclusions based on results plotted above, can be drawn as follows: 

- PET-Mortar composites present a better behavior against aggressive medium such as 
magnesium sulfatic (MgSO4) and it reduces significantly the consumption energy related to CO2 
emission. 

- In MgSO4 corrosive medium, unmodified mortar (PET0) and substitution volumetric rate of 
PET act to decrease the mechanical properties of PET-Mortar composites, mainly, the static 
modulus of elasticity (computed by ACI-318 and BS-8110 codes). In addition, Prediction model 
proposed by ACI-318 gives always the lowest values of elastic Young modulus which can be 
recommended for structural design issues. 

-  The loss in static Young modulus of elasticity (YML%) of modified mortars are lower than the 
ones of unmodified mortars. The optimal minimal values of (YML%) are given by ACI-318 code 
of practice, mainly, for the case of PET-Modified mortars within volumetric rate of 6%, 17%. The 
corrosion resistance coefficients K decrease with exposure time to MgSO4 aggressive medium.  
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Abstract.  Nowadays, finding new approaches to attenuate the effects of the catastrophic 
shear failure mode for reinforced concrete beams is a major challenge. Generally the bending 
failure is ductile. It allows a redistribution of the stresses providing an early warning, 
whereas the rupture by shear is fragile and sudden which can lead to detrimental 
consequences for the structures. This research focuses on the repair of deep beams in 
reinforced concrete shear subjected to 4-point bending. After being preloaded at different 
levels of their ultimate loads, the beams are repaired by bonding a composite material made 
of an epoxy resin reinforced by glass fibers. The main objective of this study is to contribute 
to the mastery of a new method developed by the authors that consists by banding the cracks 
in critical zones in order to avoid fragile ruptures due to the shear force. This new technique 
led to better results in terms of mechanical properties when compared to conventional 
methods, notably the absence of the debonding of the composite found in the case of the 
repairs of the beams by bands or U-shaped composites. The feasibility, the performances and 
the behavior of the beams have been examined. The experimental approach adopted using 
this new technique has shown the influence of the type of loading on the fatigue behavior. In 
addition, the repair performed led to a considerable improvement in the fatigue durability of 
the preloaded beam. 

Key words: Deep beam, Shear failure, Preloading, Composite, Repair. 

1. Introduction 

During their lifetime, concrete structures can be subjected to different types of loading and 
environmental conditions. Cracks produced and preload conditions are initial damage that can 
affect long-term structural behavior. These initial cracks and damage propagate and increase 
over time as a result of cyclic loading. In the case of deep bridge beams, for example, the 
structural elements are subjected in service to maximum values stresses of generally known but 
time-varying, most of which result from cyclic variations in stresses. 

Generally a bridge is designed for a century, even in a regulatory way, their operating conditions 
turns out to change following the development not only of the size and load of vehicles but also 
road traffic. This leads to a reduction in their initial lifetime, sometimes causing catastrophic 
ruptures even when they are subjected to cyclic of modest maximum value stresses. The 
phenomenon involved in this is fatigue damage. It is characterized by irreversible deformations 
in the form of cracks that develop slowly over time without macroscopic signs. By accumulating, 
these can lead to a catastrophic rupture. 

Indeed, the literature review shows clearly that experimental research and analytical studies on 
the fatigue behavior of reinforced concrete (RC) beams reinforced or repaired with FRP are very 
limited. The majority of these studies relate to flexural reinforcement, while very few studies 
have been carried out on shear reinforcement (deep beams). 
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Meier et al. (1992) tested two RC beams reinforced with a hybrid glass/carbon composite. 
Bames and Mays (1999) conducted an experimental program to study the flexural behavior of 
reinforced RC beams using FRP under fatigue stress. The reinforcement used is a unidirectional 
composite fabric based on carbon fibers (CFRP) bonded to the underside of the beam (tensile 
zone), which leads to the conclusion that the internal reinforcement rate affects the failure 
mode. Shahawy and Beitelman (1999) tested six beams of T shape under cyclic fatigue with a 
loading level between 0 to 25% of the ultimate load.  

Papakonstantinou et al. (2001) also conducted fatigue tests in 4-point bending at a frequency of 
2 or 3 Hz on 14 reinforced RC, eight reinforced with glass fiber (GFRP), and six non-reinforced 
with different fatigue loading levels. On the one hand, they found that the fatigue failure of the 
reinforced beams is caused by the fatigue failure of the tensile steel armature reinforcements 
after their plastification and, on the other hand, the use of the FRP increases the lifetime of the 
beams loaded at cyclic loading.  

Masoud et al. (2001) also performed fatigue tests under 4-point bending with a frequency of 3 
Hz on RC beams, whose tensile steel armature are corroded, reinforced with a carbon fabric. The 
loading level is between 10% and 80% of the ultimate strength of unreinforced RC beams. The 
fatigue failure of reinforced beams is caused by the fatigue of the tensile armatures similarly to 
Shahawy and Beitelman (1999). 

In addition, some studies have also investigated a structural elements preloaded, reinforcement 
with composite materials in particular (Arduini, 1997; Choi et al.; De Lorenzis and Teng, 2007; 
Boussaha, 2008; Kreit, 2011; Dong, 2013 and Teo, 2017). The problems of premature failure 
associated with the complexity and incomprehension of the shear behavior of RC beams, under 
cyclic fatigue loading (loading/unloading) were the aim of this study.  

The main objective of this study is to elucidate, using an experimental investigations, the fatigue 
behavior of deep beams repaired by FRP using a new technique. This technique was developed 
recently by the authors Boumaaza et al. (2017) for static tests (non-cyclic). The deep beam, used 
in the present work, is tested under 4-point bending assuming that the shear failure mode is 
predominant, with cyclic loading. For this purpose, a beam is preloaded at 80% of its ultimate 
load and then it has repaired by composite materials using the new technique SCR. After at list 
15 days, resin polymerization time, the beam is cycled 19 times at 65 % of its ultimate load. 

2. Experimental protocol 

The aim of the experimental part is to investigate the fatigue behavior of the RC deep beams 
under cyclic loading (load/unload), repaired by glass fiber composites (GFRP) using the SCR 
technique. The concrete beams were designed in accordance with ASTM C78-00, armed with 
two HA8 in tensile zone and two HA6 in compressed zone, and 6 frames used as transverse 
reinforcements spaced of 110 mm. Fig. 1 shows the detail of the reinforcement in steel 
armatures of the beams. After at least 28 days, the manufactured beam is preloaded at 60% of its 
ultimate load.  

The beam is repaired using the SCR technique which requires the preliminary work as follows: 

- Drilling the beam on each side at the vicinity of the diagonal cracks of the concrete by 
passing through it (Figure 2a); 

- Before the glass fabric was inserted, a repair was carried out using the mortar Fig. 2(b); 

- The positions of the grooves, having 25 mm wide and 3 mm depth, were traced on the 
surface of the beam (Figure 2c). Then the grooves are subsequently cleaned of dust and 
concrete debris; 
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Fig 1. Schematic layout of the specimen and steel reinforcement in accordance with ASTM 78-00. 

- The unidirectional of 600 g/m2 surface density fabric is cut in pieces having a size of 
1500x25mm and 1000x25mm. Then the fabric, previously impregnated with the epoxy 
resin, is inserted into the grooves.  

SCR repair involves introducing composite bands into holes in the shear zone in order to band 
the diagonal cracks (Figure 2d). 

 

 

 

 

  

 

Fig 2. Repair of the beam (a) drilling of the holes (b) grooving (c) mortar reparation (d) cut of the 
unidirectional fabric (e) repair of the beam using SCR technique. 

(a) 

(b) 

(c) (d) 

(e) 
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The tests were carried out in a bending machine (Controls) in the architecture laboratory of 
the University of Guelma. The frame of this machine is equipped with a load cell of 100 kN 
(Figure 3). The vertical displacement was measured, in the middle section, using an LVDT 
sensor with a maximum stroke of 100 mm. The strains were measured using 3 strain gauges, 
where two are glued at the external surface of the composite bands and the third one in the 
tensile face in the middle of the beam (Figure 2e). 

 

Fig 3. Machine test. 

3. Results and discussion  

3.1. Global behavior 

The stress/displacement curves versus the loading, of the control beam and the beam preloaded 
at 65% and then repaired by the GFRP composite using SCR technique are represented in Figure 
4. The curves obtained show that, after the discharges (at zero loads), the presence of a 
permanent displacement due to inelastic behavior and therefore the existence of residual 
arrows which can be interpreted as an irreversibility due to the cracking of the concrete. These 
results are in agreement with the ones obtained by (Boussaha, 2008) and (Kreit, 2011). 

 

Fig 4. Stress/displacement of the beam EP_65% _PRFV_E of the 19 cycles load/unload. 
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The analysis of Figure 5 shows that the evolution of the stress/displacement of the control beam 
is very close to that obtained at the first cycle (1st cycle), whereas the curve of the 19th cycle is 
distant from the previous one by approximately 1.64 mm (residual arrow) due to the 
plastification of the steel armature reinforcements of the tensile zone of the beam. 

 

Fig 5. Evolution of the stress versus displacement of the control beam and EP_GFRP_65%_Test 1 and Test 19. 

The results obtained, under fatigue loading, show generally that the displacements versus the 
cycling (load/de-load) number of the repaired beam are higher compared to the control one.  
However, the maximum displacements reached during the first three cycles of the repaired 
beam are lower than that obtained for the control beam (Figure 6) and Table 1. 

 

Fig 6. Evolution of the displacements versus the loading cycle numbers. 

3.2. Influence of the repair on the stiffness of the beams  

For the beam, preloaded and then repaired, bending stiffness was determined experimentally, 

which represents the slope of the linear part of the stress-displacement curve. The experimental 

results of the rigidities of the beams tested before and after the repair are presented in Figure 7. 

A decrease of approximately 14.1% in the rigidity of the beam repaired with the GFRP is noticed 

for the 1st loading cycle compared to the control beam. However, in the second cycle, the 
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stiffness increased by about 17% and then slow decrease is observed while remaining greater 

than the rigidity of the control beam even for the 19th cycle. These results are in good 

agreement with the work of Shahawy and Beitelman (1999). 

 

Fig 7. Stiffness of the beams during the cyclic fatigue tests. 

3.3. Local behavior 

The stress/strain curves for the first loading cycle, plotted using the strain gauges (g1, g3 and 
g4), which their locations are illustrated in Figure 10a, are shown in (Figures. 8 and 9). The 
strains are measured in the middle of the tensile zone of the concrete beam using g1, while g3 
and g4 at the cracks. Table 1 recapitulates the obtained results of the strains gauges obtained by 
(g1, g3 and g4), displacements and rigidities of the control beam and the repaired one for the 
19th tests. 

Table 1. Obtained strains using strain gauges (g1, g2 and g3), displacements and rigidities of the control beam 
and the repaired one for the 19th tests.  

N° of loading 
Strains 
g1 (µm) 

Strains 
g3 (µm) 

Strains 
g4(µm) 

Displacements 
(mm) 

Rigidity 

Control beam 385 3566 132 4.01 10,9 
Cycle 1 271 2553 2195 3.75 9,55 
Cycle 2 353 2412 2742 3.91 12,66 
Cycle 3  676 2303 1786 3.98 12,73 
Cycle 4 736 2268 1792 4.00 12,27 
Cycle 5 798 2228 1785 4.15 12,5 
Cycle 6 823 2210 1802 4.13 12,41 
Cycle 7 840 2156 1809 4.39 12,17 
Cycle 8 865 2122 1812 4.54 12,15 
Cycle 9 854 2119 1896 4.44 12,23 
Cycle 10 888 --- --- 4.71 12,25 
Cycle 11 884 2107 1828 4.54 12,16 
Cycle 12 863 2074 1813 4.89 12,16 
Cycle 13 896 2092 1798 4.93 12,06 
Cycle 14 891 2118 181 4.77 12 
Cycle 15 893 2117 1790 5.12 12,03 
Cycle 16 882 2119 1781 5.27 11,74 
Cycle 17 866 2091 1784 5.2 11,91 
Cycle 18 862 2134 1796 4.88 11,82 
Cycle 19 864 2135 1766 5.07 11,79 
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Figure 8 and Table 1 show the strains increases for the strain gauge (g1) from the 3rd cycle 
compared to the control beam, ie an increase of 1237% for the 19th cycle. 

 

Fig 8. Stress/Strains obtained by strain gauge (g1) versus the cyclic loadings. 

It should also be noted that the recorded strains of the composite with the strain gauge g3 for 
the repaired beam have decreased for all cycles. The strains obtained for the control beam and 
the repaired one after the 19th cycle are respectively 3566 and 2135 μm, i.e. a decrease of 67% is 
noticed. While, increases for all loadings are recorded by the strain gauge (g4), ie approximately 
1238% for the 19th cycle (Figure 9, Table 1). 

 

Fig 9. Stress/Strain (g1) for 1st loading cycle of the beam (GFRP_65% _E) and the control beam. 

3.4 Fissuration 

Figure 10a illustrates that the control beam subjected to 4-point bending has undergone a shear 
rupture, taking into account the type of cracking. The diagonal cracks were born on the lower 
supports and propagated towards the points of application of the upper load. 
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Whereas the beam (EP_65% _E) was repaired by GFRP, under a load of fatigue in the service 
state, the rupture was not yet reached even after 19 loadings thus showing the effectiveness of 
the repair adopted in this work (Figure 10b). Moreover, no peeling of the composite was 
detected during the tests and the beam passed the fatigue test successfully. The ductile failure 
mode has not been distinguished for beams repaired under fatigue loading for a service level; 
this will be reached in static. 

  

Fig 10. Failure modes 

a) Control beam   b) Beam preloaded at 60% then repaired by GFRP. 

4. Conclusions 

In this study, it was shown that the repair of beams using SCR technique exhibited good fatigue 
behavior. The mode of failure of the repaired beam has not yet been reached even for 19th 
loading cycles. This result is very encouraging and must be confirmed by other tests in the future 
work. It is worth noticing that the presence of the composite in the shear zone not only reduced 
the potential crack propagation during fatigue cycles, but also stiffened the beams. Therefore, 
this technique has a very good resistance to fatigue loading. 
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